
Sheetl

NOVEMBER
METRO LIMITS

3.00 3.00

2.50 2.50

2.00 2.00

1.50 1.50:

1.00 1.00

0.50 LIMITS 0.50 LIMITS
!

;
0.00 0.00 -\m

RESULTS RESULTS
CHROME CHROMECOPPER COPPERNICKEL NICKEL

ALASKAN COPPER WORKS
3200 FACILITY

NOVEMBER 5, 1998
COMPOSITE M77636

ALASKAN COPPER WORKS
3200 FACILITY

NOVEMBER 12, 1998
COMPOSITE M77690

:

VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC
RESULTS 0.68
LIMITS 2.75

0.42 0.65 0.10 RESULTS 0.34
LIMITS 2.75

0.22 0.29 0.05
3.00 2.50 2.61 3.00 2.612.50

>
Page 1o

oo
o
O)
CD

' ' 'cn -



Sheetl

NOVEMBER
METRO LIMITS

i

3.00 3.00

2.50 2.50

.2.00 2.00

1.50 1.50

1.00 1.00

0.50 LIMITS 0.50 LIMITS

0.00RESULTS RESULTSCHROME CHROMECOPPER COPPERNICKEL NICKEL
'

ALASKAN COPPER WORKS
3200 FACILITY

NOVEMBER 19, 1998
COPMOSITE M77717

ALASKAN COPPER WORKS
3200 FACILITY

NOVEMBER 20, 1998
METRO KC GRAB M77750

VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC
RESULTS 0.38
LIMITS 2.75

0.34 0.39 0.08 RESULTS 0.92
LIMITS 2.75

0.57 1.00 0.09
3.00 2.50 2.61 3.00 2.50 2.61

>
Page 2o

O
O

oa
CD ' 'a - -



Sheet*!

NOVEMBER
METRO LIMITS

2.00

1.50

1.00

0.50 LIMITS

RESULTS

COPPER
NICKEL

ALASKAN COPPER WORKS
3200 FACILITY

NOVEMBER 26, 1998
COMPOSITE M77773

!

VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC
RESULTS 0.52
LIMITS 2.75

0.42 0.39 0.10
3.00 2.50 2.61

>
Page 4o

oo
o
05
CO . --V|


	AKC-0010695
	AKC-0010696
	AKC-0010697

